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9. Ulusal Döküm Kongresi, Eskişehir, Türkiye, 20 - 21 Ekim 2017, ss.271-280LXVII. 2024 Al ALAŞIMLARINDA KATILAŞMA HIZININ MEKANİK ve KOROZYON ÖZELLİKLERİNE ETKİSİ2024 Al ALAŞIMLARINDA KATILAŞMA HIZININ MEKANİK ve KOROZYON ÖZELLİKLERİNE ETKİSİGüneş Z., HAPÇI AĞAOĞLU G., DIŞPINAR D., ORHAN G.8. Alüminyum Sempozyumu, İstanbul, Türkiye, 5 - 06 Ekim 2017, ss.1LXVIII. A356 Alalşımında Katılaşma Hızı ve Sr  Modifikasyonunun Mikroyapı ve Korozyon Davranışına EtkisiA356 Alalşımında Katılaşma Hızı ve Sr  Modifikasyonunun Mikroyapı ve Korozyon Davranışına EtkisiÖztürk İ., HAPÇI AĞAOĞLU G., DIŞPINAR D., ORHAN G.8. Alüminyum Sempozyumu, İstanbul, Türkiye, 5 - 06 Ekim 2017, ss.64-67LXIX. KARBON FİBER TAKVİYELİ 6063 Al KOMPOZİT ÜRETİMİKARBON FİBER TAKVİYELİ 6063 Al KOMPOZİT ÜRETİMİAlten A., Gürsoy Ö., ERZİ E., HAPÇI AĞAOĞLU G., DIŞPINAR D., ORHAN G.8. Alüminyum Sempozyumu, İstanbul, Türkiye, 5 - 06 Ekim 2017, ss.36-40LXX. CHANGE IN POROSITY OF A356 BY INCREASED HOLDING TIME OF THE LIQUIDCHANGE IN POROSITY OF A356 BY INCREASED HOLDING TIME OF THE LIQUIDUludağ M., Gemi L., Çetin R., DIŞPINAR D.EUROMAT, Selanik, Yunanistan, 17 - 22 Eylül 2017, ss.1LXXI. UNCERTAINTY IN USE OF DENSITY INDEX AS MELT QUALITY ASSESSMENT IN ALUMINIUM CASTINGSUNCERTAINTY IN USE OF DENSITY INDEX AS MELT QUALITY ASSESSMENT IN ALUMINIUM CASTINGSERZİ E., Gürsoy Ö., Yüksel Ç., DIŞPINAR D.EUROMAT, Selanik, Yunanistan, 17 - 22 Eylül 2017, ss.1LXXII. CHARACTERISATION OF HOT TEARING SUSCEPTIBILITY OF A380CHARACTERISATION OF HOT TEARING SUSCEPTIBILITY OF A380Uludağ M., Çetin R., DIŞPINAR D., Tiryakioglu M.EUROMAT, Selanik, Yunanistan, 17 - 22 Eylül 2017, ss.1LXXIII. MEASUREMENT OF FLUIDITY OF A356 BY NOVEL OCTOPODS MOULD DESIGNMEASUREMENT OF FLUIDITY OF A356 BY NOVEL OCTOPODS MOULD DESIGNÇolak M., DIŞPINAR D.EUROMAT, Selanik, Yunanistan, 17 - 22 Eylül 2017, ss.1LXXIV. MICROSTRUCTURAL CHANGES OF HYPEREUTECTIC Al-Si ALLOY BY SrMICROSTRUCTURAL CHANGES OF HYPEREUTECTIC Al-Si ALLOY BY SrUludağ M., Gemi L., DIŞPINAR D.EUROMAT, Selanik, Yunanistan, 17 - 22 Eylül 2017, ss.1LXXV. Effect o f bath composition for Ni-P coatings on carbon fibresEffect o f bath composition for Ni-P coatings on carbon fibresAlten A., HAPÇI AĞAOĞLU G., ERZİ E., DIŞPINAR D., ORHAN G.EUROMAT 2017 Congress / European Congress and Exhibition on Advanced Materials and Processes, Selanik,Yunanistan, 17 - 22 Eylül 2017, cilt.C1, ss.35LXXVI. POROSITY FORMATION BY Sr , Ti AND B ADDITION TO A413 ALUMINUM ALLOYPOROSITY FORMATION BY Sr , Ti AND B ADDITION TO A413 ALUMINUM ALLOYUludağ M., DIŞPINAR D.EUROMAT, Selanik, Yunanistan, 17 - 22 Eylül 2017, ss.1LXXVII. EVALUATION OF Fe-INTERMETALLIC FORMATION IN Al ALLOYSEVALUATION OF Fe-INTERMETALLIC FORMATION IN Al ALLOYSMuşdal E., Gürsoy Ö., ERZİ E., DIŞPINAR D.EUROMAT, Selanik, Yunanistan, 17 - 22 Eylül 2017, ss.1LXXVIII. HEAT TREATMENT PARAMETERS FOR H12 CONDITION FOR Mg AND Sr ADDED AA1050 ALLOYHEAT TREATMENT PARAMETERS FOR H12 CONDITION FOR Mg AND Sr ADDED AA1050 ALLOYDoğan E., Kara O., Gürsoy Ö., ERZİ E., KIRTAY S., DIŞPINAR D.EUROMAT, Selanik, Yunanistan, 17 - 22 Eylül 2017, ss.1LXXIX. MELT QUALITY CHANGE WITH DIFFERENT FLUXES IN SECONDARY A356 ALLOYMELT QUALITY CHANGE WITH DIFFERENT FLUXES IN SECONDARY A356 ALLOYYüksel Ç., Tamer Ö., ERZİ E., Aybarç U., Çubuklusu E., Topçuoğlu Ö., DIŞPINAR D.EUROMAT, Selanik, Yunanistan, 17 - 22 Eylül 2017, ss.1LXXX. CORRELATION BETWEEN MELT QUALITY, SOLIDIFI- CATION RANGE AND HOT TEARING OF Al-SiCORRELATION BETWEEN MELT QUALITY, SOLIDIFI- CATION RANGE AND HOT TEARING OF Al-SiALLOYSALLOYSUludağ M., Çetin R., DIŞPINAR D.EUROMAT, Selanik, Yunanistan, 17 - 22 Eylül 2017, ss.1LXXXI. COMPARISON OF MELT CLEANING WITH AND WITHOUT FLUXES IN 206 ALUMINIUM ALLOYCOMPARISON OF MELT CLEANING WITH AND WITHOUT FLUXES IN 206 ALUMINIUM ALLOYÇolak M., DIŞPINAR D.EUROMAT, Selanik, Yunanistan, 17 - 22 Eylül 2017, ss.1LXXXII. HOT TEARING OF Sr-B MODIFIED A356HOT TEARING OF Sr-B MODIFIED A356Uludağ M., Çetin R., DIŞPINAR D.EUROMAT, Selanik, Yunanistan, 17 - 22 Eylül 2017, ss.1



LXXXIII. FLUIDITY CHARACTERIZATION OF ALUMINUM ALLOY FOR ENGINE BLOCKSFLUIDITY CHARACTERIZATION OF ALUMINUM ALLOY FOR ENGINE BLOCKSERZİ E., Gürsoy Ö., Yüksel Ç., DIŞPINAR D.EUROMAT, Selanik, Yunanistan, 17 - 22 Eylül 2017, ss.1LXXXIV. Effect o f B addition on the microstructures and corrosion behavior o f A356 aluminum alloysEffect o f B addition on the microstructures and corrosion behavior o f A356 aluminum alloysÖztürk İ., HAPÇI AĞAOĞLU G., DIŞPINAR D., ORHAN G.EUROMAT 2017 Congress / European Congress and Exhibition on Advanced Materials and Processes, Selanik,Yunanistan, 17 - 22 Eylül 2017, ss.1LXXXV. EFFECT OF TI AND Si ON THE MICROSTRUCTURAL CHANGES OF EUTECTIC Al-Si ALLOYEFFECT OF TI AND Si ON THE MICROSTRUCTURAL CHANGES OF EUTECTIC Al-Si ALLOYDemirkesen S., Gürsoy Ö., ERZİ E., DIŞPINAR D.EUROMAT, Selanik, Yunanistan, 17 - 22 Eylül 2017, ss.1LXXXVI. CHANGE IN MELT QUALITY OF GRAIN REFINED A356 BY DURATIONCHANGE IN MELT QUALITY OF GRAIN REFINED A356 BY DURATIONGürsoy Ö., ERZİ E., DIŞPINAR D.EUROMAT, Selanik, Yunanistan, 17 - 22 Eylül 2017, ss.1LXXXVII. MELT QUALITY AND MECHANICAL PROPERTY CHANGE IN MIXED RATIOS OF SCRAP AND PRIMARYMELT QUALITY AND MECHANICAL PROPERTY CHANGE IN MIXED RATIOS OF SCRAP AND PRIMARYA356A356Tamer Ö., Yüksel Ç., ERZİ E., Aybarç U., Çubuklusu E., Topçuoğlu Ö., Çiğdem M., DIŞPINAR D.EUROMAT, Selanik, Yunanistan, 17 - 22 Eylül 2017, ss.1LXXXVIII. MOULD FILLING ABILITY AND MECHANICAL PROPERTIES OF SIMA PRODUCED 7075MOULD FILLING ABILITY AND MECHANICAL PROPERTIES OF SIMA PRODUCED 7075ERZİ E., Yüksel Ç., Gürsoy Ö., KIRTAY S., DIŞPINAR D.EUROMAT, Selanik, Yunanistan, 17 - 22 Eylül 2017, ss.1LXXXIX. Effect o f Sr  addition on microstructure and corrosion behavior o f A356 aluminum alloysEffect o f Sr  addition on microstructure and corrosion behavior o f A356 aluminum alloysÖztürk İ., HAPÇI AĞAOĞLU G., DIŞPINAR D., ORHAN G.EUROMAT 2017 Congress / European Congress and Exhibition on Advanced Materials and Processes, Selanik,Yunanistan, 17 - 22 Eylül 2017, ss.1XC. Heat treatment parameters for H12 condition for Mg and Sr added AA1050 alloyHeat treatment parameters for H12 condition for Mg and Sr added AA1050 alloyDoğan E., Kara O., Gürsoy O., ERZİ E., KIRTAY S., DIŞPINAR D.EUROMAT 2017, Selanik, Yunanistan, 17 - 22 Eylül 2017, ss.1XCI. STATISTICAL APPROACH ON ASSESSMENT OF ALUMINUM MELT QUALITY BY REDUCED PRESSURESTATISTICAL APPROACH ON ASSESSMENT OF ALUMINUM MELT QUALITY BY REDUCED PRESSURETESTTESTUludağ M., Çetin R., DIŞPINAR D., Tiryakioglu M.EUROMAT, Selanik, Yunanistan, 17 - 22 Eylül 2017, ss.1XCII. Fe-BASED GLASSY COMPOSITE PRODUCTION BY ARC MELTINGFe-BASED GLASSY COMPOSITE PRODUCTION BY ARC MELTINGEkici H., Gürsoy Ö., ERZİ E., DIŞPINAR D.EUROMAT, Selanik, Yunanistan, 17 - 22 Eylül 2017, ss.1XCIII. Production of carbon fibers reinforced Al-alloy matrix compositesProduction of carbon fibers reinforced Al-alloy matrix compositesAlten A., HAPÇI AĞAOĞLU G., ERZİ E., DIŞPINAR D., ORHAN G.EUROMAT 2017 Congress / European Congress and Exhibition on Advanced Materials and Processes, Selanik,Yunanistan, 17 - 22 Eylül 2017, cilt.C8, ss.13XCIV. FEEDABILITY CHARACTERISTICS OF Sr-MODIFIED A356 ALLOYFEEDABILITY CHARACTERISTICS OF Sr-MODIFIED A356 ALLOYGörel G., Gürsoy Ö., ERZİ E., DIŞPINAR D.EUROMAT, Selanik, Yunanistan, 17 - 22 Eylül 2017, ss.1XCV. Corrosion Characteristics o f B Grain Refined Al-10SiCorrosion Characteristics o f B Grain Refined Al-10SiERGÜN SONGÜL E., DIŞPINAR D., ORHAN G.20th INTERNATIONAL CORROSION CONGRESS, Prag, Çek Cumhuriyeti, 3 - 07 Eylül 2017, ss.1XCVI. Corrosion Behaviour of B Grain Refined Al-10SiCorrosion Behaviour of B Grain Refined Al-10SiERGÜN SONGÜL E., DIŞPINAR D., ORHAN G.20th International Corrosion Congress, Prag, Çek Cumhuriyeti, 3 - 07 Eylül 2017, ss.1XCVII. Corrosion Behaviour of V Refined Al-10SiCorrosion Behaviour of V Refined Al-10SiERGÜN SONGÜL E., DIŞPINAR D., ORHAN G.20th INTERNATIONAL CORROSION CONGRESS, Prag, Çek Cumhuriyeti, 3 - 07 Eylül 2017, ss.1XCVIII. A356 Alaşımında Katılaşma Hızı ve Sıvı Durumda Bekletme süresinin Mekanik Özellikler  ÜzerineA356 Alaşımında Katılaşma Hızı ve Sıvı Durumda Bekletme süresinin Mekanik Özellikler  Üzerine



EtkisiEtkisiUludağ M., Gemi L., DIŞPINAR D.ISITES2016, Antalya, Türkiye, 18 - 22 Kasım 2016, ss.1752-1758XCIX. Excess Sr  Addition and its Effect on Porosity o f A356Excess Sr  Addition and its Effect on Porosity o f A356Atakav B., Gürsoy Ö., Yüksel Ç., ERZİ E., DIŞPINAR D.18th International Metallurgy and Materials Congress, İstanbul, Türkiye, 29 Eylül - 01 Ekim 2016, ss.1-10C. CORROSION BEHAVIOR OF V MODIFIED A360 ALLOYCORROSION BEHAVIOR OF V MODIFIED A360 ALLOYERGÜN SONGÜL E., DIŞPINAR D., ORHAN G.18th International Metallurgy and Materials Congress, İstanbul, Türkiye, 29 Eylül - 01 Ekim 2016, ss.856-858CI. Importance of The Molten Metal Conditions On Defects in Direct Cooling Casting SystemImportance of The Molten Metal Conditions On Defects in Direct Cooling Casting SystemYorulmaz A., Gürsoy Ö., ERZİ E., DIŞPINAR D.8th International Foundry Congress, İstanbul, Türkiye, 29 Eylül - 01 Ekim 2016, ss.1-10CII. İnsansiz Hava Araçlari Motor Bloğu Olarak Kullanilabilecek Alüminyum Alaşimin Tercihiİnsansiz Hava Araçlari Motor Bloğu Olarak Kullanilabilecek Alüminyum Alaşimin TercihiGürsoy Ö., ERGÜN SONGÜL E., ERZİ E., Özgür A., Yüksel Ç., DIŞPINAR D.VI. Ulusal havacılık ve Uzay Konferansı, Kocaeli, Türkiye, 29 Eylül - 01 Ekim 2016, ss.1-10CIII. Evolution of Aluminium Melt Quality o f A356 After Several RecyclingEvolution of Aluminium Melt Quality o f A356 After Several RecyclingŞaşmaz A., Gürsoy Ö., ERZİ E., DIŞPINAR D.18th International Metallurgy and Materials Congress, İstanbul, Türkiye, 29 Eylül - 01 Ekim 2016, ss.1-10CIV. Chracterization of Corrosion of A380Chracterization of Corrosion of A380ERGÜN SONGÜL E., DIŞPINAR D., ORHAN G.18th International Metallurgy and Materials Congress, İstanbul, Türkiye, 29 Eylül - 01 Ekim 2016, ss.830-831CV. Optimization of Production Parametres for Semisolid Casting of 6082Optimization of Production Parametres for Semisolid Casting of 6082Vardar Ö., Ergün İ., Yüksel Ç., ERZİ E., DIŞPINAR D.18th International Metallurgy and Materials Congress, İstanbul, Türkiye, 29 Eylül - 01 Ekim 2016, ss.1-10CVI. Effect o f Ag Addition on Castability o f Al-4.5 Cu AlloyEffect o f Ag Addition on Castability o f Al-4.5 Cu AlloyYıldırım K., Helvacı M., ERGÜN SONGÜL E., ERZİ E., DIŞPINAR D.18th International Metallurgy and Materials Congress, İstanbul, Türkiye, 29 Eylül - 01 Ekim 2016, ss.1073-1076CVII. Effects Of V and Sr Addition In High Pressure Die Casting of A380 AlloyEffects Of V and Sr Addition In High Pressure Die Casting of A380 AlloyERZİ E., Gürsoy Ö., DIŞPINAR D.8th International Foundry Congress, İstanbul, Türkiye, 29 Eylül - 01 Ekim 2016, ss.1-10CVIII. A356, A413 Ve A380.1 Alaşımlarının Sıcak Yırtılma EğilimleriA356, A413 Ve A380.1 Alaşımlarının Sıcak Yırtılma EğilimleriUludağ M., Çetin R., DIŞPINAR D.8. Uluslararası Döküm Kongresi, İstanbul, Türkiye, 29 Eylül - 01 Ekim 2016, ss.1-10CIX. Influence of Holding Time on the Modification Efficiency of Sr  in A360 AlloyInfluence of Holding Time on the Modification Efficiency of Sr  in A360 AlloyDuygun İ. K., ERZİ E., DIŞPINAR D.18th International Metallurgy and Materials Congress, İstanbul, İstanbul, Türkiye, 29 Eylül - 01 Ekim 2016, ss.1-10CX. Quality control in low pressure die casting processesQuality control in low pressure die casting processesKoca E., Yüksel Ç., ERZİ E., DIŞPINAR D.8th International Foundry Congress, İstanbul, Türkiye, 29 Eylül - 01 Ekim 2016, ss.1-10CXI. End Product Quality and Melt Treatment in Direct Chill CastingEnd Product Quality and Melt Treatment in Direct Chill CastingYorulmaz A., ERZİ E., DIŞPINAR D.18th International Metallurgy and Materials Congress, İstanbul, Türkiye, 29 Eylül - 01 Ekim 2016, ss.1-10CXII. Hot Tearing Tendency Of A356, A413 And A380.1 AlloyHot Tearing Tendency Of A356, A413 And A380.1 AlloyUludağ M., Çetin R., DIŞPINAR D.18. International Metallurgy and Materials, İstanbul, Türkiye, 29 Eylül - 01 Ekim 2016, ss.1048-1050CXIII. Corrosion Behavior o f V Modified A360 AlloyCorrosion Behavior o f V Modified A360 AlloyERGÜN SONGÜL E., DIŞPINAR D., ORHAN G.18th International Metallurgy and Materials Congress, İstanbul, Türkiye, 29 Eylül - 01 Ekim 2016, ss.856-858CXIV. CHARACTERIZATION OF CORROSION OF A380CHARACTERIZATION OF CORROSION OF A380ERGÜN SONGÜL E., DIŞPINAR D., ORHAN G.18th International Metallurgy and Materials Congress, İstanbul, Türkiye, 29 Eylül - 01 Ekim 2016, ss.830-831



CXV. Commercial Cryolite in Seconder AluminumCommercial Cryolite in Seconder AluminumYüksel Ç., Çiğdem M., ERZİ E., DIŞPINAR D., Cubuklusu E., Aybarc U., Topçuoğlu Ö.8th International Foundry Congress, İstanbul, Türkiye, 29 Eylül - 01 Ekim 2016, ss.1-10CXVI. “Microstructure-Corrosion Relationship of Al-12Si“Microstructure-Corrosion Relationship of Al-12SiBaş C., Temel Y., ERGÜN SONGÜL E., DIŞPINAR D., ORHAN G.18th International Metallurgy and Materials Congress, İstanbul, Türkiye, 29 Eylül - 01 Ekim 2016, ss.852-855CXVII. Influence of microstructure on electrochemical behaviour of A206 and A380 aluminium alloysInfluence of microstructure on electrochemical behaviour of A206 and A380 aluminium alloysERGÜN SONGÜL E., DIŞPINAR D., ORHAN G.The European Corrosion Congress EUROCORR 2016, Montpellier, Fransa, 11 - 15 Eylül 2016, ss.1-7CXVIII. Use of vacuum and fluxing on quality o f A380 cast partsUse of vacuum and fluxing on quality o f A380 cast partsKalkanlı H., Vardar Ö., ERZİ E., DIŞPINAR D.High Tech Die Casting, Venice, İtalya, 22 - 23 Haziran 2016, ss.1-10CXIX. Characterisation of properties o f V , B, Mo, Sr  additions on HPDC of A380 alloyCharacterisation of properties o f V , B, Mo, Sr  additions on HPDC of A380 alloyKüçük A. O., Gürsoy Ö., ERZİ E., DIŞPINAR D.High Tech Die Casting, Venice, İtalya, 22 - 23 Haziran 2016, ss.1-10CXX. The effect o f secondary scrap ratio  on the quality o f LPDC cast wheelsThe effect o f secondary scrap ratio  on the quality o f LPDC cast wheelsYüksel Ç., ERZİ E., Aybarc U., Cubuklusu E., Topcuoglu O., Çiğdem M., DIŞPINAR D.High Tech Die Casting, Venice, İtalya, 22 - 23 Haziran 2016, ss.1CXXI. Optimization of production parameters for semisolid casting of 6082Optimization of production parameters for semisolid casting of 6082Vardar Ö., Ergün İ., Yüksel Ç., ERZİ E., DIŞPINAR D.High Tech Die Casting, Venice, İtalya, 22 - 23 Haziran 2016, ss.1CXXII. Quality control and its importance on rejection rate o f LPDC cast wheelsQuality control and its importance on rejection rate o f LPDC cast wheelsKoca E., ERZİ E., Yüksel Ç., DIŞPINAR D.High Tech Die Casting, Venice, İtalya, 22 - 23 Haziran 2016, ss.1-10CXXIII. Isıl İşlem Görebilen Dövme Alüminyum Alaşımlarında Su Verme Hızının İç Gerilimlere EtkisiIsıl İşlem Görebilen Dövme Alüminyum Alaşımlarında Su Verme Hızının İç Gerilimlere EtkisiTan E., Tarakçilar A. R., DIŞPINAR D.5. Isıl işlem Sempozyumu, İstanbul, Türkiye, 2 - 03 Haziran 2016, ss.19CXXIV. Al-Cu Alaşımında Kalıntı Gerilimi Boyut İlişkisinin Jominy Uçtan Su Verme Metoduyla TespitiAl-Cu Alaşımında Kalıntı Gerilimi Boyut İlişkisinin Jominy Uçtan Su Verme Metoduyla TespitiHızlı İ. G., Taşlı B., ERZİ E., Yüksel Ç., DIŞPINAR D.5. Isıl işlem Sempozyumu, İstanbul, Türkiye, 2 - 03 Haziran 2016, ss.23CXXV. 2xx Serisi Alüminyum Alaşımlarında Ag İlavesinin Mukavemete Etkisi2xx Serisi Alüminyum Alaşımlarında Ag İlavesinin Mukavemete EtkisiYüksel Ç., Gürsoy Ö., ERZİ E., DIŞPINAR D.5. Isıl işlem Sempozyumu, İstanbul, Türkiye, 2 - 03 Haziran 2016, ss.19CXXVI. Mould filling ability and mechanical properties o f SIMA produced 7075Mould filling ability and mechanical properties o f SIMA produced 7075ERZİ E., Yüksel Ç., Gürsoy Ö., DIŞPINAR D.6 th International Advances in Applied Physics and Materials Science Congress & Exhibition, İstanbul, Türkiye, 1 -03 Haziran 2016, ss.318CXXVII. EFFECT OF MOULD FILLING ON THE CORROSION OF HPDC A360EFFECT OF MOULD FILLING ON THE CORROSION OF HPDC A360ERGÜN SONGÜL E., DIŞPINAR D., ORHAN G.6 th International Advances in Applied Physics and Materials Science Congress & Exhibition, İstanbul, Türkiye, 1 -03 Haziran 2016, ss.319CXXVIII. Influence of holding time on the modification efficiency of Sr  in A360 alloyInfluence of holding time on the modification efficiency of Sr  in A360 alloyDuygun İ. K., ERZİ E., DIŞPINAR D.6 th International Advances in Applied Physics and Materials Science Congress & Exhibition, İstanbul, Türkiye, 1 -03 Haziran 2016, ss.308CXXIX. QUALITY EVALUATION OF QUALITY EVALUATION OF REMELTED A356 SCRAPSREMELTED A356 SCRAPSTamer Ö., Yüksel Ç., Çubuklusu E., Aybarç U., Topçuoğlu Ö., ERZİ E., Çiğdem M., DIŞPINAR D.6 th International Advances in Applied Physics and Materials Science Congress & Exhibition, İstanbul, Türkiye, 1 -03 Haziran 2016, ss.383CXXX. Evaluation of Corrosion Rate With Si Morphology in A413 Eutectic AlloyEvaluation of Corrosion Rate With Si Morphology in A413 Eutectic AlloyBaş C., Temel Y., ERGÜN SONGÜL E., ERZİ E., DIŞPINAR D., ORHAN G.
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CXLIV. SIMA yöntemi ile SiC takviyeli A380 ve 6063 kompozit üretimiSIMA yöntemi ile SiC takviyeli A380 ve 6063 kompozit üretimiAydın E., ERZİ E., Yüksek Ç., DIŞPINAR D.7. Aluminum Sempozyumu, İstanbul, Türkiye, 8 - 09 Ekim 2015, ss.555-563CXLV. Yeniden ergitilmiş A356 alüminyum alaşımı hurdasının çekme dayancı üzerine o lan etkileriYeniden ergitilmiş A356 alüminyum alaşımı hurdasının çekme dayancı üzerine o lan etkileriYüksel Ç., ERZİ E., Tamer Ö., DIŞPINAR D., Çiğdem M.7. Aluminum Sempozyumu, İstanbul, Türkiye, 8 - 09 Ekim 2015, ss.359-365CXLVI. Deformation oranına göre 4006 ve 99.5 Al alaşımında iletkenlik değişimiDeformation oranına göre 4006 ve 99.5 Al alaşımında iletkenlik değişimiAkçakoca İ., ERZİ E., Yüksel Ç., DIŞPINAR D.7. Aluminum Sempozyumu, İstanbul, Türkiye, 8 - 09 Ekim 2015, ss.584-593CXLVII. A356 ve A413 alaşımında sıvı işlemleri ile döküm kalitesi arası ilişkiA356 ve A413 alaşımında sıvı işlemleri ile döküm kalitesi arası ilişkiUludağ M., Çetin R., DIŞPINAR D.7. Aluminum Sempozyumu, İstanbul, Türkiye, 8 - 09 Ekim 2015, ss.289-294CXLVIII. A357 alaşımında farklı soğuma hızlarında Sr modifikasyonunun Si morfo lo jisine etkisiA357 alaşımında farklı soğuma hızlarında Sr modifikasyonunun Si morfo lo jisine etkisiUludağ M., Çetin R., Gemi L., DIŞPINAR D.7. Aluminum Sempozyumu, İstanbul, Türkiye, 8 - 09 Ekim 2015, ss.295-300CXLIX. A356 aluminum alaşımının Al-10Sr master alaşımı ile silisyum modifikasyonunun sıcaklığa ve süreyeA356 aluminum alaşımının Al-10Sr master alaşımı ile silisyum modifikasyonunun sıcaklığa ve süreyebağlı değişimibağlı değişimiİpek S. K., ERZİ E., DIŞPINAR D.7. Aluminum Sempozyumu, İstanbul, Türkiye, 8 - 09 Ekim 2015, ss.198-207CL. Al-Si-Mg döküm alaşımlarında sıvı metal hareketinin mekanik özelliklere etkisiAl-Si-Mg döküm alaşımlarında sıvı metal hareketinin mekanik özelliklere etkisiTuncay T., Tekeli S., Özyürek D., DIŞPINAR D.7. Aluminum Sempozyumu, İstanbul, Türkiye, 8 - 10 Ekim 2015, ss.182-189CLI. Al-Si alaşımlarında porozite ile bifilm arası ilişkiAl-Si alaşımlarında porozite ile bifilm arası ilişkiUludağ M., DIŞPINAR D.7. Aluminum Sempozyumu, İstanbul, Türkiye, 8 - 09 Ekim 2015, ss.301-308CLII. Al-7Si ve Al-12Si alaşımlarında mikroyapı ile işlenebilir lik arası ilişkiAl-7Si ve Al-12Si alaşımlarında mikroyapı ile işlenebilir lik arası ilişkiUludağ M., Yazman Ş., Bakırcıoğlu B., DIŞPINAR D.7. Aluminum Sempozyumu, İstanbul, Türkiye, 8 - 09 Ekim 2015, ss.309-317CLIII. Ötektiküstü Al-Si alaşımında modifikasyon, döküm kalitesi ve mekanik özellikler  arası ilişkiÖtektiküstü Al-Si alaşımında modifikasyon, döküm kalitesi ve mekanik özellikler  arası ilişkiUludağ M., Gemi L., DIŞPINAR D.7. Aluminum Sempozyumu, İstanbul, Türkiye, 8 - 09 Ekim 2015, ss.282-288CLIV. Simülasyon desteği ile Al-Si alaşımlarında sıcak yırtılma analiziSimülasyon desteği ile Al-Si alaşımlarında sıcak yırtılma analiziUludağ M., Akçin M., Metin R., DIŞPINAR D.7. Aluminum Sempozyumu, İstanbul, Türkiye, 8 - 09 Ekim 2015, ss.215-221CLV. Etial 195 Alaşımında Sr Modifikasyonu ve Tutma Süresinin Si Morfo lo jisi ve Mekanik ÖzelliklereEtial 195 Alaşımında Sr Modifikasyonu ve Tutma Süresinin Si Morfo lo jisi ve Mekanik ÖzelliklereEtkisiEtkisiUludağ M., Gemi L., Eryılmaz M. R., DIŞPINAR D.15th International Materials Symposium (IMSP’2014), Denizli, Türkiye, 15 - 17 Ekim 2014, ss.567-572CLVI. Alüminyum Geri Dönüşümünde Verimlilik Ve Akışkanlığın İncelenmesiAlüminyum Geri Dönüşümünde Verimlilik Ve Akışkanlığın İncelenmesiPulat D., Altubay M., ERZİ E., Yüksel Ç., DIŞPINAR D.15th International Materials Symposium (IMSP’2014), Denizli, Türkiye, 15 - 17 Ekim 2014, ss.905-909CLVII. Etial 221 Alaşımında Farklı Su Verme Ortamlarının Yaşlandırma Sonrası Mekanik Özelliklere EtkisiEtial 221 Alaşımında Farklı Su Verme Ortamlarının Yaşlandırma Sonrası Mekanik Özelliklere EtkisiUludağ M., Eryılmaz M. R., Gemi L., DIŞPINAR D.15th International Materials Symposium (IMSP’2014), Denizli, Türkiye, 15 - 17 Ekim 2014, ss.543-548CLVIII. Çözeltiye Alma Isıl İşlemi Sonrasında Etial 221 Alaşımında Oluşan İç Gerilimin Yaşlandırma ile İlişkisiÇözeltiye Alma Isıl İşlemi Sonrasında Etial 221 Alaşımında Oluşan İç Gerilimin Yaşlandırma ile İlişkisiEryılmaz M. R., Uludağ M., DIŞPINAR D.15th International Materials Symposium (IMSP’2014), Denizli, Türkiye, 15 - 17 Ekim 2014, ss.603-608CLIX. Al-Si Alaşımlarında Si Morfo lo jisinin İşlenebilir liğe EtkisiAl-Si Alaşımlarında Si Morfo lo jisinin İşlenebilir liğe EtkisiUludağ M., Yaman Ş., Bakırcıoğlu B., DIŞPINAR D.15th International Materials Symposium (IMSP’2014), Denizli, Türkiye, 15 - 17 Ekim 2014, ss.711-719CLX. Al-Si Alaşımlarında Sıcak Yırtılma ile Bifilm Arasındaki İlişkiAl-Si Alaşımlarında Sıcak Yırtılma ile Bifilm Arasındaki İlişki



Uludağ M., Çetin R., DIŞPINAR D.15th International Materials Symposium (IMSP’2014), Denizli, Türkiye, 15 - 17 Ekim 2014, ss.588-595CLXI. A357 Alaşımında Porozite Boyutu ve Dağılımının Sünekliliğe EtkisiA357 Alaşımında Porozite Boyutu ve Dağılımının Sünekliliğe EtkisiUludağ M., Çetin R., Gemi L., DIŞPINAR D.15th International Materials Symposium (IMSP’2014), Denizli, Türkiye, 15 - 17 Ekim 2014, ss.537-542CLXII. A357 Alaşımında Metal Kalitesi ile Tokluk Arasındaki İlişkinin BelirlenmesiA357 Alaşımında Metal Kalitesi ile Tokluk Arasındaki İlişkinin BelirlenmesiUludağ M., Çetin R., DIŞPINAR D.15th International Materials Symposium (IMSP’2014), Denizli, Türkiye, 15 - 17 Ekim 2014, ss.583-587CLXIII. The investigation of the relationship between grain refiners and hot tearing in A357 alloyThe investigation of the relationship between grain refiners and hot tearing in A357 alloyUludağ M., Çetin R., DIŞPINAR D.17th International Metallurgy and Materials Congress, İstanbul, Türkiye, 11 - 13 Eylül 2014, ss.887-893CLXIV. Assessment o f mechanism of pore formation in directionally so lidified Al-Si alloyAssessment o f mechanism of pore formation in directionally so lidified Al-Si alloyUludağ M., DIŞPINAR D.17th International Metallurgy and Materials Congress, İstanbul, Türkiye, 11 - 13 Eylül 2014, ss.949-956CLXV. The effect o f holding time on porosity o f A357The effect o f holding time on porosity o f A357Uludağ M., Çetin R., Aydoğuş O., Çam K., DIŞPINAR D.17th International Metallurgy and Materials Congress, İstanbul, Türkiye, 11 - 13 Eylül 2014, ss.919-926CLXVI. Effect o f holding time on the efficiency of Sr  modification in Al-Si alloysEffect o f holding time on the efficiency of Sr  modification in Al-Si alloysUludağ M., Çetin R., Bingöl M., Ortaç Ö., Aslan A., DIŞPINAR D.17th International Metallurgy and Materials Congress, İstanbul, Türkiye, 11 - 13 Eylül 2014, ss.927-934CLXVII. Effect o f grain refining on microstructure of A357 alloyEffect o f grain refining on microstructure of A357 alloyUludağ M., Çetin R., DIŞPINAR D.17th International Metallurgy and Materials Congress, İstanbul, Türkiye, 11 - 13 Eylül 2014, ss.829-835CLXVIII. The microstructural change of hypereutectic Al-Si alloy by addition of Sr  and BThe microstructural change of hypereutectic Al-Si alloy by addition of Sr  and BUludağ M., Yavaş Z., Öztürk Ü., Ülvan N., DIŞPINAR D.17th International Metallurgy and Materials Congress, İstanbul, Türkiye, 11 - 13 Eylül 2014, ss.935-941CLXIX. Effect o f Sr  and Ti addition on the corrosion behavior o f Al-7Si-0.3Mg alloyEffect o f Sr  and Ti addition on the corrosion behavior o f Al-7Si-0.3Mg alloyUludağ M., Kocabaş M., DIŞPINAR D., Çetin R., Cansever N.Eurocorr, Pisa, İtalya, 8 - 12 Eylül 2014, ss.7614CLXX. “Desulfovibrio  sp’nin Bakır  Korozyonundaki Rolü”“Desulfovibrio  sp’nin Bakır  Korozyonundaki Rolü”DOĞRUÖZ GÜNGÖR N., ÇOTUK A., DIŞPINAR D.22.Ulusal Biyoloji Kongresi,, Eskişehir, Türkiye, 23 - 27 Haziran 2014, ss.1431CLXXI. LM28 Alaşımının Farklı Döküm Sıcaklığının Si Morfo lo jisine EtkisiLM28 Alaşımının Farklı Döküm Sıcaklığının Si Morfo lo jisine EtkisiUludağ M., Gemi L., DIŞPINAR D.2. ULUSLARARASI MÜHENDİSLİK VE BİLİM ALANINDA YENİLİKÇİ TEKNOLOJİLER SEMPOZYUMU, Karabük,Türkiye, 17 - 19 Haziran 2014, ss.1564-1570CLXXII. LM28 Alaşımında Tane İnceltme ve Sr  Modifikasyonun LM28 Alaşımında Tane İnceltme ve Sr  Modifikasyonun Si Morfo lo jisine EtkisiSi Morfo lo jisine EtkisiUludağ M., Yavaş Z., Öztürk Ü., Ülvan N. S., Gemi L., DIŞPINAR D.2. ULUSLARARASI MÜHENDİSLİK VE BİLİM ALANINDA YENİLİKÇİ TEKNOLOJİLER SEMPOZYUMU, Karabük,Türkiye, 17 - 19 Haziran 2014, ss.1603-1610CLXXIII. Al-7Si-0,3Mg Alaşımında Soğuma Hızının Poroziteye EtkisiAl-7Si-0,3Mg Alaşımında Soğuma Hızının Poroziteye EtkisiULUDAĞ M., Çetin R., Aydoğuş O., Çam K., DIŞPINAR D.2. ULUSLARARASI MÜHENDİSLİK VE BİLİM ALANINDA YENİLİKÇİ TEKNOLOJİLER SEMPOZYUMU, Karabük,Türkiye, 17 - 19 Haziran 2014, ss.1515-1523CLXXIV. Change in the SDAS by Sr modification and AlB3 grain refinement in A357Change in the SDAS by Sr modification and AlB3 grain refinement in A357Uludağ M., Çetin R., DIŞPINAR D.2. ULUSLARARASI MÜHENDİSLİK VE BİLİM ALANINDA YENİLİKÇİ TEKNOLOJİLER SEMPOZYUMU, Karabük,Türkiye, 17 - 19 Haziran 2014, ss.1587-1593CLXXV. The Change in the Porosity Distribution with Hydrogen Content o f A357The Change in the Porosity Distribution with Hydrogen Content o f A357Uludağ M., Çetin R., DIŞPINAR D.2. ULUSLARARASI MÜHENDİSLİK VE BİLİM ALANINDA YENİLİKÇİ TEKNOLOJİLER SEMPOZYUMU, Karabük,



Türkiye, 17 - 19 Haziran 2014, ss.1580-1586CLXXVI. Al-7Si-0,3Mg Alaşımında Sr Modifikasyonunun Si morfo lo jisine ve porozite Üzerine EtkisiAl-7Si-0,3Mg Alaşımında Sr Modifikasyonunun Si morfo lo jisine ve porozite Üzerine EtkisiUludağ M., Çetin R., Bingöl M., Ortaç Ö., DIŞPINAR D.2. ULUSLARARASI MÜHENDİSLİK VE BİLİM ALANINDA YENİLİKÇİ TEKNOLOJİLER SEMPOZYUMU, Karabük,Türkiye, 17 - 19 Haziran 2014, ss.1534-1540CLXXVII. Al-Cu Alaşımlarında Porozite ve Mikroyapının Yaşlandırma Üzerine EtkisiAl-Cu Alaşımlarında Porozite ve Mikroyapının Yaşlandırma Üzerine EtkisiUludağ M., Çelebi S., Eryılmaz M. R., DIŞPINAR D.2. ULUSLARARASI MÜHENDİSLİK VE BİLİM ALANINDA YENİLİKÇİ TEKNOLOJİLER SEMPOZYUMU, Karabük,Türkiye, 17 - 19 Haziran 2014, ss.1549-1555CLXXVIII. Grain Refinement, Modification, Degassing and Melt Quality Relationship in Al-7Si-0.3MgGrain Refinement, Modification, Degassing and Melt Quality Relationship in Al-7Si-0.3MgUludağ M., Çetin R., DIŞPINAR D.2. ULUSLARARASI MÜHENDİSLİK VE BİLİM ALANINDA YENİLİKÇİ TEKNOLOJİLER SEMPOZYUMU, Karabük,Türkiye, 17 - 19 Haziran 2014, ss.1541-1548CLXXIX. AlCu4Ti Alaşımın Farklı Döküm Sıcaklıklarında Döküm Kalitesi ile Yaşlandırma Arasındaki İlişkininAlCu4Ti Alaşımın Farklı Döküm Sıcaklıklarında Döküm Kalitesi ile Yaşlandırma Arasındaki İlişkininİncelenmesiİncelenmesiEryılmaz M., Uludağ M., Kara M., DIŞPINAR D.2. ULUSLARARASI MÜHENDİSLİK VE BİLİM ALANINDA YENİLİKÇİ TEKNOLOJİLER SEMPOZYUMU, Karabük,Türkiye, 17 - 19 Haziran 2014, ss.1556-1563CLXXX. STUDYING ON THE EFFECTS OF QUENCHING RATE ON RESIDUAL STRESS IN Al-5Mg and Al-Mg-CuSTUDYING ON THE EFFECTS OF QUENCHING RATE ON RESIDUAL STRESS IN Al-5Mg and Al-Mg-CuALLOYSALLOYSKalkan I. H., Dışpınar D.5th Shape Casting Symposium held at the Minerals, Metals & Materials Society Annual Meeting & Exhibition,California, Amerika Birleşik Devletleri, 16 - 20 Şubat 2014, ss.153-159CLXXXI. REDUCED PRESSURE TEST (RPT) FOR BIFILM ASSESSMENTREDUCED PRESSURE TEST (RPT) FOR BIFILM ASSESSMENTDışpınar D., Campbell J.5th Shape Casting Symposium held at the Minerals, Metals & Materials Society Annual Meeting & Exhibition,California, Amerika Birleşik Devletleri, 16 - 20 Şubat 2014, ss.243-251CLXXXII. CORRELATION BETWEEN BIFILM INDEX AND TOUGHNESS OF ALUMINUM ALLOYSCORRELATION BETWEEN BIFILM INDEX AND TOUGHNESS OF ALUMINUM ALLOYSDışpınar D., Kahruman C., Campbell J.5th Shape Casting Symposium held at the Minerals, Metals & Materials Society Annual Meeting & Exhibition,California, Amerika Birleşik Devletleri, 16 - 20 Şubat 2014, ss.171-176CLXXXIII. FLUIDITY CHARACTERISTICS OF A356 ALLOY WITH VARIOUS THICKNESS SECTIONED NEW TESTFLUIDITY CHARACTERISTICS OF A356 ALLOY WITH VARIOUS THICKNESS SECTIONED NEW TESTMOULDMOULDColak M., KAYIKCI R., Dışpınar D.5th Shape Casting Symposium held at the Minerals, Metals & Materials Society Annual Meeting & Exhibition,California, Amerika Birleşik Devletleri, 16 - 20 Şubat 2014, ss.105-112CLXXXIV. CORRELATION BETWEEN MELT QUALITY AND FLUIDITY OF A356CORRELATION BETWEEN MELT QUALITY AND FLUIDITY OF A356Akkaya B., Erturk E., Dışpınar D.5th Shape Casting Symposium held at the Minerals, Metals & Materials Society Annual Meeting & Exhibition,California, Amerika Birleşik Devletleri, 16 - 20 Şubat 2014, ss.99-104CLXXXV. NEAR-NET-SHAPE PROCESSING OF 2024 ALUMINIUM ALLOY BY SIMA METHODNEAR-NET-SHAPE PROCESSING OF 2024 ALUMINIUM ALLOY BY SIMA METHODOzdes H., Erdeniz I., Erzi E., Dışpınar D.5th Shape Casting Symposium held at the Minerals, Metals & Materials Society Annual Meeting & Exhibition,California, Amerika Birleşik Devletleri, 16 - 20 Şubat 2014, ss.233-240CLXXXVI. 3105 alüminyum levhaların geri dönüşümünde metal kalitesinin incelenmesi3105 alüminyum levhaların geri dönüşümünde metal kalitesinin incelenmesiDIŞPINAR D., Kvythyld A., Nordmark A.6. Alüminyum Sempozyumu, İstanbul, Türkiye, 1 - 04 Ekim 2013, ss.1CLXXXVII. Al-5Mg ve Al-Cu-Mg alaşımında ısıl işlem sonrasu uygulanan su verme hızının kalıntı gerilimlerininAl-5Mg ve Al-Cu-Mg alaşımında ısıl işlem sonrasu uygulanan su verme hızının kalıntı gerilimlerininmikrosertlik, DSC ve mikroyapısal incelenmesimikrosertlik, DSC ve mikroyapısal incelenmesiKalkan H. İ., DIŞPINAR D.6. Alüminyum Sempozyumu, İstanbul, Türkiye, 1 - 04 Ekim 2013, ss.1



CLXXXVIII. SIMA yöntemi ile 2024 dövme alüminyum alaşımından parça üretimi”, 6. Alüminyum SempozyumuSIMA yöntemi ile 2024 dövme alüminyum alaşımından parça üretimi”, 6. Alüminyum SempozyumuÖzdeş H., Erdeniz İ., DIŞPINAR D.6. Alüminyum Sempozyumu, İstanbul, Türkiye, 1 - 04 Ekim 2013, ss.1CLXXXIX. Al-7Si (A356) alaşımında sıvı metal kalitesi ile akışkanlık arası ilişkiAl-7Si (A356) alaşımında sıvı metal kalitesi ile akışkanlık arası ilişkiAkkaya B., Ertürk E., DIŞPINAR D.6. Alüminyum Sempozyumu, İstanbul, Türkiye, 1 - 04 Ekim 2013, ss.1CXC. “Alüminyum alaşımlarının mühendislik uygulmalarında ağırlıklandırılmış özellikler  metodu ile“Alüminyum alaşımlarının mühendislik uygulmalarında ağırlıklandırılmış özellikler  metodu ilemalzeme seçimimalzeme seçimiYorulmaz A., DIŞPINAR D.6. Alüminyum Sempozyumu, İstanbul, Türkiye, 1 - 04 Ekim 2013, ss.1CXCI. Quality assessment o f secondary aluminiumQuality assessment o f secondary aluminiumDIŞPINAR D., Kvythyld A., Nordmark A.47th IUPAC World Chemistry Congress, Türkiye, 1 - 04 Ağustos 2013, ss.1CXCII. Hot Tear-Melt Quality Relationship in 3XXX Aluminum AlloysHot Tear-Melt Quality Relationship in 3XXX Aluminum AlloysÇolak M., Tan E., Kayikci R., DIŞPINAR D.2013 European Conference of Technology and Society, Bosna-Hersek, 1 - 04 Haziran 2013, ss.1CXCIII. Melt Quality and Tensile Property Relationship in HPDC Melt Quality and Tensile Property Relationship in HPDC of AM60of AM60DIŞPINAR D., Dørum C., Tewes S., Hepp E.TMS Magnesium Workshop Madrid 2013, İspanya, 1 - 04 Mayıs 2013, ss.1CXCIV. Quality Measurement of Recycled AluiminumQuality Measurement of Recycled AluiminumDIŞPINAR D., Kvithyld A., Nordmark A.16th International Metallurgy and Material Congress and Fair, İstanbul, Türkiye, 1 - 04 Eylül 2012, ss.703-710CXCV. Farklı Şartlarda Dökülen Modifiyeli Al-Si Alaşımlarında Yapı ve ÖzelliklerFarklı Şartlarda Dökülen Modifiyeli Al-Si Alaşımlarında Yapı ve ÖzelliklerUludag M., Uyaner M., Yılmaz F., DIŞPINAR D.16th International Metallurgy and Material Congress and Fair, İstanbul, Türkiye, 1 - 04 Eylül 2012, ss.1012-1019CXCVI. A Novel Approach to  Blistering in Aluminum AlloysA Novel Approach to  Blistering in Aluminum AlloysTan E., Tarakcilar A., DIŞPINAR D.16th International Metallurgy and Material Congress and Fair, İstanbul, Türkiye, 1 - 04 Eylül 2012, ss.657-664CXCVII. Porosity - Melt Quality - Tensile Properties Relationship of Al CastingsPorosity - Melt Quality - Tensile Properties Relationship of Al CastingsDIŞPINAR D., Akhtar S., Nordmark A., Di Sabatino M., Arnberg L.16th International Metallurgy and Material Congress and Fair, İstanbul, Türkiye, 1 - 04 Eylül 2012, ss.1004-1011CXCVIII. Defect Analysis by Casting Simulation Software in Rolling Roll Manufactured by GGG70Defect Analysis by Casting Simulation Software in Rolling Roll Manufactured by GGG70Tan E., Tarakcilar A. R., DIŞPINAR D.141st TMS Annual Meeting, Amerika Birleşik Devletleri, 1 - 04 Mart 2012, ss.213-218CXCIX. Optimization of Tensile Test Pattern for Aluminum AlloysOptimization of Tensile Test Pattern for Aluminum AlloysTan E., Tarakcilar A. R., DIŞPINAR D.141st TMS Annual Meeting, Amerika Birleşik Devletleri, 1 - 04 Mart 2012, ss.179-185CC. Tensile Properties, Porosity and Melt Quality Relation of A356Tensile Properties, Porosity and Melt Quality Relation of A356DIŞPINAR D., Akhtar S., Nordmark A., Syvertsen F., Di Sabatino M., Arnberg L.141st TMS Annual Meeting, Amerika Birleşik Devletleri, 1 - 04 Mart 2012, ss.201-208CCI. QUALITY COMPARISON BETWEEN MOLTEN METAL FROM REMELTED SHEETS; MILL FINISH ANDQUALITY COMPARISON BETWEEN MOLTEN METAL FROM REMELTED SHEETS; MILL FINISH ANDCOATEDCOATEDKvithyld A., Nordmark A., Dışpınar D., Ghaderi S., Lapointe K.Symposium on Light Metals / TMS Annual Meeting and Exhibition, Florida, Amerika Birleşik Devletleri, 11 - 15 Mart2012, ss.1031-1035CCII. CORRELATION BETWEEN MELT QUALITY AND FATIGUE PROPERTIES OF 2024,6063 AND 7075CORRELATION BETWEEN MELT QUALITY AND FATIGUE PROPERTIES OF 2024,6063 AND 7075TAN E., TARAKCILAR A. R., Dışpınar D.Symposium on Materials Properties, Characterization and Modeling from 141st TMS Annual Meeting andExhibition, California, Amerika Birleşik Devletleri, 11 - 15 Mart 2012, ss.479-485CCIII. QUENCH SENSITIVITY OF 2024, 6063 AND 7075QUENCH SENSITIVITY OF 2024, 6063 AND 7075TAN E., TARAKCILAR A. R., Dışpınar D.
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